
Quiz - 1 

 

Introduction, Classification and Uses of Polymer 
 

1. If a Polythene material has Molecular Weight 56000 , then Degree of Polymerization is     

A. 1000   

B. 2000  

C. 500  

D. 5000 

2. Natural rubber is a polymer of  

A. ethylene 

B. propylene 

C. isoprene 

D. none 

3. Monomers should have functionality minimum 

A. 1   

B.  3   

C.  2   

D.  0 

4. Find out which following Polymer  is not Synthetic     

A. Urea formaldehyde resin  

B.  Styrene butadiene rubber   

C.  Cellulose   

D. Nylon 66 

      5.   Nylon is a   

A. Rubber   

B. Fibre   

C. Plastic  

D. None of  these 

 

 


